’EEn TDS-LIOH 01 09/2026 Raw Material - LiOH-H20
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Lithium Hydroxide Monohydrate

PURITY, MIN Na+K, MAX Fe203, MAX

56.5 0.2 0.003<

TEST RESULT

Purity, min 56.5%
Na+K, max 0.2%
Fe203, max 0.003%
Ca0, max 0.035%
S04, max 0.030%
Insoluble in HCL, max 0.01%
Density@20 °C, g/Cm3 Report
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